
Published March 10, 2023
Surcharge List - April 2023 Data

($/CWT)
Effective Apr 1, 2023 through Apr 30 , 2023

Grade Scrap Alloy Cr Ni Mo V Mn Total
1010 20.667 0.164 0.000 0.000 0.000 0.000 0.164 20.831

1015 20.667 0.164 0.000 0.000 0.000 0.000 0.164 20.831

1018 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1020 20.667 0.164 0.000 0.000 0.000 0.000 0.164 20.831

1022 20.667 0.310 0.000 0.000 0.000 0.000 0.310 20.977

1025 20.667 0.164 0.000 0.000 0.000 0.000 0.164 20.831

1026 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1028 20.667 0.339 0.000 0.000 0.000 0.000 0.339 21.006

1029 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1030 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1035 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1038 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1040 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1042 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1043 20.667 0.310 0.000 0.000 0.000 0.000 0.310 20.977

1045 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1050 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1053 20.667 0.310 0.000 0.000 0.000 0.000 0.310 20.977

1055 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1060 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1080 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1090 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1117 20.667 0.419 0.000 0.000 0.000 0.000 0.419 21.086

1137 20.667 0.546 0.000 0.000 0.000 0.000 0.546 21.213

1141 20.667 0.546 0.000 0.000 0.000 0.000 0.546 21.213

1144 20.667 0.546 0.000 0.000 0.000 0.000 0.546 21.213

1340 20.667 0.638 0.000 0.000 0.000 0.000 0.638 21.305

1516 20.667 0.519 0.000 0.000 0.000 0.000 0.519 21.186

1522 20.667 0.455 0.000 0.000 0.000 0.000 0.455 21.122

1552 20.667 0.492 0.000 0.000 0.000 0.000 0.492 21.159

1566 20.667 0.364 0.000 0.000 0.000 0.000 0.364 21.031

3310 20.667 42.076 5.337 36.548 0.000 0.000 0.191 62.743

3311 20.667 41.607 4.913 36.548 0.000 0.000 0.146 62.274

4023 20.667 12.626 0.000 0.000 12.335 0.000 0.291 33.293

4027 20.667 12.626 0.000 0.000 12.335 0.000 0.291 33.293

4118 20.667 7.660 1.694 0.000 5.674 0.000 0.291 28.327

4120 20.667 10.218 1.694 0.000 8.141 0.000 0.383 30.885

4121 20.667 14.517 1.864 0.000 12.335 0.000 0.319 35.184

4130 20.667 13.269 3.219 0.000 9.868 0.000 0.182 33.936

4135 20.667 13.378 3.219 0.000 9.868 0.000 0.291 34.045

4140 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4142 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4145 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4150 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4319 20.667 32.783 1.694 18.535 12.335 0.000 0.219 53.450

Energy Surcharge:
Bar- $0.00        Tube - $.0.00

*Not included in Total below

Scrap Surcharge:
$20.667/ CWT
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4320 20.667 33.287 1.694 19.057 12.335 0.000 0.200 53.954

4340 20.667 34.367 2.711 19.057 12.335 0.000 0.264 55.034

4350 20.667 34.207 2.541 19.057 12.335 0.000 0.273 54.874

4619 20.667 32.609 1.017 19.057 12.335 0.000 0.200 53.276

4715 20.667 36.934 1.864 8.876 25.903 0.000 0.291 57.601

4820 20.667 49.102 0.000 36.548 12.335 0.000 0.219 69.769

5046 20.667 1.251 0.932 0.000 0.000 0.000 0.319 21.918

5060 20.667 2.013 1.694 0.000 0.000 0.000 0.319 22.680

5120 20.667 3.002 2.711 0.000 0.000 0.000 0.291 23.669

5130 20.667 3.511 3.219 0.000 0.000 0.000 0.291 24.178

5135 20.667 3.389 3.134 0.000 0.000 0.000 0.255 24.056

5150 20.667 3.002 2.711 0.000 0.000 0.000 0.291 23.669

5160 20.667 3.030 2.711 0.000 0.000 0.000 0.319 23.697

5165 20.667 3.030 2.711 0.000 0.000 0.000 0.319 23.697

5219 20.667 2.676 2.203 0.000 0.000 0.000 0.474 23.343

6150 20.667 5.827 3.219 0.000 0.000 2.316 0.291 26.494

8019 20.667 7.420 1.948 0.000 5.181 0.000 0.291 28.087

8119 20.667 12.242 2.033 3.394 6.414 0.000 0.401 32.909

8219 20.667 12.781 2.033 3.394 6.907 0.000 0.446 33.448

8319 20.667 14.754 2.033 3.394 8.881 0.000 0.446 35.421

8617 20.667 17.597 1.694 5.743 9.868 0.000 0.291 38.264

8620 20.667 17.597 1.694 5.743 9.868 0.000 0.291 38.264

8625 20.667 17.597 1.694 5.743 9.868 0.000 0.291 38.264

8630 20.667 17.597 1.694 5.743 9.868 0.000 0.291 38.264

8640 20.667 17.624 1.694 5.743 9.868 0.000 0.319 38.291

8740 20.667 20.091 1.694 5.743 12.335 0.000 0.319 40.758

8822 20.667 25.025 1.694 5.743 17.269 0.000 0.319 45.692

9260 20.667 0.319 0.000 0.000 0.000 0.000 0.319 20.986

9310 20.667 43.878 4.066 33.938 5.674 0.000 0.200 64.545

9840 20.667 25.779 2.711 10.442 12.335 0.000 0.291 46.446

52100 20.667 5.126 4.998 0.000 0.000 0.000 0.128 25.793

1010M+Ti 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1020V3 20.667 0.846 0.000 0.000 0.000 0.463 0.383 21.513

1022M 20.667 0.355 0.000 0.000 0.000 0.000 0.355 21.022

1026HS 20.667 1.277 0.000 0.000 0.000 1.004 0.273 21.944

1045H 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

1050M1 20.667 0.392 0.000 0.000 0.000 0.000 0.392 21.059

1050M2 20.667 0.346 0.000 0.000 0.000 0.000 0.346 21.013

1050MV 20.667 0.582 0.000 0.000 0.000 0.309 0.273 21.249

1060M 20.667 0.255 0.000 0.000 0.000 0.000 0.255 20.922

1070M 20.667 0.346 0.000 0.000 0.000 0.000 0.346 21.013

1080M 20.667 0.271 0.000 0.000 0.000 0.000 0.271 20.938

10B36 20.667 0.455 0.000 0.000 0.000 0.000 0.455 21.122

10B41 20.667 0.346 0.000 0.000 0.000 0.000 0.346 21.013
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10V40M 20.667 1.377 0.000 0.000 0.000 1.004 0.373 22.044

10V45 20.667 1.972 0.000 0.000 0.000 1.699 0.273 22.639

1141V 20.667 1.859 0.000 0.000 0.000 1.313 0.546 22.526

1516CbV1 20.667 1.641 0.000 0.000 0.000 1.158 0.483 22.308

1517VCbCa2 20.667 0.774 0.000 0.000 0.000 0.386 0.388 21.441

1518CbV 20.667 1.638 0.424 0.000 0.000 0.772 0.443 22.305

1518VCa2 20.667 0.909 0.000 0.000 0.000 0.463 0.446 21.576

1519V 20.667 0.625 0.000 0.000 0.000 0.232 0.393 21.292

1519VCbCa2 20.667 1.469 0.000 0.000 0.000 1.081 0.388 22.136

1520VNb 20.667 1.308 0.000 0.000 0.000 0.849 0.459 21.975

1538M 20.667 0.437 0.000 0.000 0.000 0.000 0.437 21.104

1552M1 20.667 0.546 0.000 0.000 0.000 0.000 0.546 21.213

15B23MoV 20.667 5.473 0.508 0.000 3.700 0.772 0.492 26.140

15B29 20.667 0.464 0.000 0.000 0.000 0.000 0.464 21.131

15B37H 20.667 0.455 0.000 0.000 0.000 0.000 0.455 21.122

15B41H 20.667 0.546 0.000 0.000 0.000 0.000 0.546 21.213

15CrMo5 20.667 16.578 3.897 0.000 12.335 0.000 0.346 37.245

15CrMoV6 20.667 53.271 4.659 0.000 44.405 3.860 0.346 73.938

15V10M 20.667 5.414 0.000 0.000 3.700 1.158 0.556 26.081

15V20 20.667 3.158 0.000 0.000 0.000 2.702 0.455 23.825

17-22-AS 20.667 32.966 4.236 0.000 24.669 3.860 0.200 53.633

17-22-AV 20.667 42.303 4.236 0.000 24.669 13.125 0.273 62.970

17CrNiMo6 20.667 36.833 5.591 16.186 14.802 0.000 0.255 57.500

18CrNiMo7-6 20.667 36.833 5.591 16.186 14.802 0.000 0.255 57.500

2.25Cr1Mo 20.667 57.127 7.624 0.000 49.339 0.000 0.164 77.794

20MnCr5 20.667 4.352 3.897 0.000 0.000 0.000 0.455 25.019

20MoCr4M 20.667 24.094 1.610 0.000 22.202 0.000 0.282 44.761

23MnNiMoCr5-4 20.667 39.728 1.694 10.442 27.136 0.000 0.455 60.395

25MoCr4 20.667 24.074 2.796 0.000 20.969 0.000 0.310 44.741

31CrMoV9 20.667 20.856 8.471 0.000 9.868 2.316 0.200 41.523

34CrNiMo6V 20.667 34.545 5.591 17.230 11.101 0.386 0.237 55.212

36CrNiMo4 20.667 25.860 3.558 10.964 11.101 0.000 0.237 46.527

38MnS6BY 20.667 1.037 0.508 0.000 0.000 0.000 0.528 21.704

38MnS6ICI 20.667 1.027 0.508 0.000 0.000 0.000 0.519 21.694

38MnS6MOD 20.667 1.018 0.508 0.000 0.000 0.000 0.510 21.685

38MnS6VBYMod 20.667 1.476 0.339 0.000 0.000 0.618 0.519 22.143

38MNVMod 20.667 2.036 0.000 0.000 0.000 1.544 0.492 22.703

38MnVS6MOD 20.667 4.070 0.000 0.000 0.000 3.706 0.364 24.737

40CrNiMoA 20.667 29.513 2.711 16.186 10.361 0.000 0.255 50.180

4118H 20.667 7.660 1.694 0.000 5.674 0.000 0.291 28.327

4121M 20.667 16.362 2.457 0.000 13.568 0.000 0.337 37.029

4121M1 20.667 19.507 3.134 0.000 16.035 0.000 0.337 40.174

4121M2 20.667 19.507 3.134 0.000 16.035 0.000 0.337 40.174

4121M2.5 20.667 15.676 3.050 0.000 12.335 0.000 0.291 36.343
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4128VMTi 20.667 25.054 6.099 0.000 17.269 1.467 0.219 45.721

4130H 20.667 13.354 3.304 0.000 9.868 0.000 0.182 34.021

4130HW 20.667 17.119 3.558 1.827 11.101 0.432 0.200 37.786

4130M7Ca4 20.667 39.385 4.575 0.000 34.537 0.000 0.273 60.052

4130MNi4V 20.667 20.248 3.897 4.699 11.101 0.278 0.273 40.915

4130MODSS 20.667 39.969 3.389 0.000 35.771 0.664 0.146 60.636

4130MVCbTi 20.667 21.168 3.643 0.000 16.035 1.235 0.255 41.835

4130Ni 20.667 15.830 3.473 1.566 10.608 0.000 0.182 36.497

4130NiNb 20.667 17.180 3.558 2.088 11.101 0.232 0.200 37.847

4130NiV 20.667 17.226 3.558 2.088 11.101 0.278 0.200 37.893

4130NiVCa4 20.667 16.134 3.727 2.088 9.868 0.232 0.219 36.801

4130V 20.667 14.316 3.643 0.000 9.868 0.587 0.219 34.983

4130V2 20.667 16.431 3.643 0.000 9.868 2.702 0.219 37.098

4135H 20.667 13.463 3.304 0.000 9.868 0.000 0.291 34.130

4137MCbCa4 20.667 18.943 3.558 0.000 15.048 0.000 0.337 39.610

4137MVCa4 20.667 20.548 3.558 0.000 16.035 0.618 0.337 41.215

4140Ca1 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4140Ca2 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4140Ca4 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4140H 20.667 13.490 3.304 0.000 9.868 0.000 0.319 34.157

4140HW 20.667 17.219 3.558 1.827 11.101 0.386 0.346 37.886

4140MV 20.667 23.367 3.389 0.000 18.502 1.158 0.319 44.034

4140Nb 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4140Se 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4140V 20.667 14.023 3.219 0.000 9.868 0.618 0.319 34.690

4140VNb 20.667 15.619 3.219 1.827 9.868 0.386 0.319 36.286

4140VNb 20.667 15.619 3.219 1.827 9.868 0.386 0.319 36.286

4142H 20.667 13.490 3.304 0.000 9.868 0.000 0.319 34.157

4143V 20.667 15.254 3.389 0.000 11.101 0.463 0.301 35.921

4145H 20.667 13.490 3.304 0.000 9.868 0.000 0.319 34.157

4145HS 20.667 19.230 3.473 0.000 14.802 0.618 0.337 39.897

4145HSX 20.667 24.259 3.727 0.000 19.736 0.386 0.410 44.926

4145M 20.667 16.145 3.473 0.000 12.335 0.000 0.337 36.812

4145M3CbTiCa4 20.667 19.873 3.473 0.000 16.035 0.000 0.364 40.540

4145M3VCb 20.667 19.268 3.643 0.000 14.802 0.432 0.392 39.935

4145M4 20.667 23.458 3.304 0.000 19.736 0.000 0.419 44.125

4145M4CA4 20.667 23.458 3.304 0.000 19.736 0.000 0.419 44.125

4145MCa2 20.667 16.145 3.473 0.000 12.335 0.000 0.337 36.812

4145MCa4 20.667 18.585 3.473 0.000 14.802 0.000 0.310 39.252

4150Ca1 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4150H 20.667 13.490 3.304 0.000 9.868 0.000 0.319 34.157

4150HTe 20.667 13.490 3.304 0.000 9.868 0.000 0.319 34.157

4150MR 20.667 12.640 2.372 0.000 9.868 0.000 0.401 33.307

4150R 20.667 13.406 3.219 0.000 9.868 0.000 0.319 34.073

4161H 20.667 17.831 2.711 0.000 14.802 0.000 0.319 38.498
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41B17M 20.667 9.590 1.779 0.000 7.401 0.000 0.410 30.257

41B27 20.667 13.507 3.219 0.000 10.114 0.000 0.173 34.174

41B28M4NBCA4 20.667 26.206 3.389 0.000 22.202 0.432 0.182 46.873

41B30M1 20.667 10.339 1.779 0.000 8.141 0.000 0.419 31.006

41B45M 20.667 9.761 1.694 0.000 7.648 0.000 0.419 30.428

42CrMo4 20.667 14.932 3.558 0.000 11.101 0.000 0.273 35.599

42CrMo4+Ni+V 20.667 21.979 3.727 4.177 12.335 1.467 0.273 42.646

4320H 20.667 32.765 1.694 18.535 12.335 0.000 0.200 53.432

4320M9 20.667 70.291 1.694 19.057 49.339 0.000 0.200 90.958

4320MCr 20.667 33.854 2.711 18.535 12.335 0.000 0.273 54.521

4330NiMo5VCa4 20.667 53.905 3.219 24.540 24.669 1.158 0.319 74.572

4330VCb 20.667 47.982 3.134 20.102 23.436 0.973 0.337 68.649

4332CR12 20.667 33.517 4.066 15.664 13.568 0.000 0.219 54.184

4332MVCa2 20.667 55.076 3.727 28.194 20.969 1.930 0.255 75.743

4340Ca2 20.667 34.376 2.711 19.057 12.335 0.000 0.273 55.043

4340Ca4 20.667 34.376 2.711 19.057 12.335 0.000 0.273 55.043

4340CAR 20.667 34.376 2.711 19.057 12.335 0.000 0.273 55.043

4340H 20.667 33.854 2.711 18.535 12.335 0.000 0.273 54.521

4340V 20.667 35.071 2.711 19.057 12.335 0.695 0.273 55.738

4350M1 20.667 31.865 2.711 14.097 14.802 0.000 0.255 52.532

43B17 20.667 33.296 1.694 19.057 12.335 0.000 0.209 53.963

44MnSiVS6 20.667 3.769 0.847 0.000 0.000 2.393 0.528 24.436

4715Ca2 20.667 36.934 1.864 8.876 25.903 0.000 0.291 57.601

4715Ca4 20.667 37.038 1.864 8.980 25.903 0.000 0.291 57.705

4715VCa2 20.667 37.552 1.864 8.876 25.903 0.618 0.291 58.219

4815Ca4 20.667 49.065 0.000 36.548 12.335 0.000 0.182 69.732

4815MCA2 20.667 54.126 0.000 36.548 17.269 0.000 0.310 74.793

4815MCa2 20.667 54.126 0.000 36.548 17.269 0.000 0.310 74.793

4817H 20.667 49.065 0.000 36.548 12.335 0.000 0.182 69.732

4820H 20.667 49.102 0.000 36.548 12.335 0.000 0.219 69.769

5016NiV 20.667 5.109 0.678 2.924 0.000 1.143 0.364 25.776

5046H 20.667 1.268 0.949 0.000 0.000 0.000 0.319 21.935

5046M 20.667 2.272 0.932 0.000 0.000 1.004 0.337 22.939

5059Ni 20.667 5.447 0.847 2.088 2.220 0.000 0.291 26.114

50B25 20.667 1.417 1.017 0.000 0.000 0.000 0.401 22.084

50B32M 20.667 4.933 1.271 0.000 3.207 0.000 0.455 25.600

5120H 20.667 3.002 2.711 0.000 0.000 0.000 0.291 23.669

5120M 20.667 3.959 3.558 0.000 0.000 0.000 0.401 24.626

5130H 20.667 3.595 3.304 0.000 0.000 0.000 0.291 24.262

5132RM 20.667 5.099 3.558 0.000 0.000 1.158 0.383 25.766

5160H 20.667 3.030 2.711 0.000 0.000 0.000 0.319 23.697

5160Te 20.667 3.414 3.050 0.000 0.000 0.000 0.364 24.081

8617H 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255

8620Ca1 20.667 17.597 1.694 5.743 9.868 0.000 0.291 38.264

8620H 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255
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8620M7 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255

8620Te 20.667 19.608 1.931 6.265 11.101 0.000 0.310 40.275

8622H 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255

8627H 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255

8630H 20.667 17.588 1.694 5.743 9.868 0.000 0.282 38.255

8630MCa2 20.667 28.103 2.711 7.832 17.269 0.000 0.291 48.770

8630MCa4 20.667 28.103 2.711 7.832 17.269 0.000 0.291 48.770

8630MVCA2 20.667 33.778 3.219 8.876 20.969 0.386 0.328 54.445

8630MVCAR 20.667 33.778 3.219 8.876 20.969 0.386 0.328 54.445

8640H 20.667 17.624 1.694 5.743 9.868 0.000 0.319 38.291

86B20H 20.667 18.821 1.694 5.743 11.101 0.000 0.282 39.488

8719M 20.667 19.893 1.694 6.788 11.101 0.000 0.310 40.560

8720Ca4 20.667 20.064 1.694 5.743 12.335 0.000 0.291 40.731

8720M2 20.667 18.045 1.864 6.004 9.868 0.000 0.310 38.712

8740H 20.667 20.091 1.694 5.743 12.335 0.000 0.319 40.758

8822H 20.667 25.025 1.694 5.743 17.269 0.000 0.319 45.692

8829M7CbTiCa4 20.667 53.331 2.711 8.354 41.938 0.000 0.328 73.998

9310H 20.667 43.963 4.151 33.938 5.674 0.000 0.200 64.630

9313MCa4 20.667 45.027 4.913 33.938 5.921 0.000 0.255 65.694

9323M 20.667 59.685 4.236 39.159 16.035 0.000 0.255 80.352

9325M1 20.667 59.891 3.389 36.548 19.736 0.000 0.219 80.558

9Cr1Mo 20.667 80.000 30.497 0.000 49.339 0.000 0.164 100.667

A485-1 20.667 3.950 3.558 0.000 0.000 0.000 0.392 24.617

A485-2 20.667 5.986 5.422 0.000 0.000 0.000 0.565 26.653

A485-3 20.667 17.022 4.405 0.000 12.335 0.000 0.282 37.689

A485-B6 20.667 19.923 6.099 0.000 13.568 0.000 0.255 40.590

A485-B7 20.667 28.557 6.099 0.000 22.202 0.000 0.255 49.224

AF9628 20.667 68.597 8.980 10.964 46.872 1.544 0.237 89.264

C38+N2 20.667 1.027 0.508 0.000 0.000 0.000 0.519 21.694

C38Mod 20.667 2.553 0.508 0.000 0.000 1.544 0.501 23.220

CrMo 20.667 31.326 4.236 0.000 26.890 0.000 0.200 51.993

CrMoV4 20.667 40.470 3.727 0.000 32.564 3.860 0.319 61.137

CrMoV6 20.667 24.742 3.304 0.000 17.269 3.860 0.310 45.409

CTC4162-130 20.667 15.703 3.473 2.088 9.868 0.000 0.273 36.370

CTC4162-140 20.667 15.703 3.473 2.088 9.868 0.000 0.273 36.370

D6A 20.667 60.689 3.558 5.743 49.339 1.776 0.273 81.356

EN27 20.667 46.131 4.320 29.239 12.335 0.000 0.237 66.798

EN30B 20.667 62.033 4.236 42.814 14.802 0.000 0.182 82.700

EN30BMod 20.667 70.043 4.659 43.075 20.969 1.158 0.182 90.710

En355 20.667 36.205 5.252 20.885 9.868 0.000 0.200 56.872

EN40B 20.667 35.874 11.013 0.000 24.669 0.000 0.191 56.541

EX25 20.667 14.517 1.864 0.000 12.335 0.000 0.319 35.184

EX4 20.667 5.883 1.864 0.000 3.700 0.000 0.319 26.550

HF1 20.667 0.638 0.000 0.000 0.000 0.000 0.638 21.305

HS220-18 20.667 40.301 1.017 19.057 19.736 0.000 0.492 60.968
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Scrap Surcharge:
$20.667/ CWT

HS220-18S 20.667 40.301 1.017 19.057 19.736 0.000 0.492 60.968

HS220-27 20.667 44.468 2.965 19.057 20.969 1.158 0.319 65.135

HS220-27Ca2 20.667 44.468 2.965 19.057 20.969 1.158 0.319 65.135

HS220-27CA4 20.667 44.468 2.965 19.057 20.969 1.158 0.319 65.135

HS220-27Ca4 20.667 44.468 2.965 19.057 20.969 1.158 0.319 65.135

HS220-27CAR 20.667 44.468 2.965 19.057 20.969 1.158 0.319 65.135

HY-80 20.667 57.652 5.337 30.022 22.202 0.000 0.091 78.319

IMPACT7 20.667 39.385 4.575 0.000 34.537 0.000 0.273 60.052

MicroTec2W65 20.667 1.709 0.000 0.000 0.000 1.235 0.474 22.376

MicroTec2W70 20.667 1.936 0.000 0.000 0.000 1.390 0.546 22.603

MicroTec2W75 20.667 2.863 0.000 0.000 0.000 2.316 0.546 23.530

MicroTec3M80C 20.667 2.254 0.508 0.000 0.000 1.235 0.510 22.921

MicroTec3M80H 20.667 2.536 0.000 0.000 0.000 2.007 0.528 23.203

MicroTec3M80T 20.667 2.536 0.000 0.000 0.000 2.007 0.528 23.203

MicroTec3M85 20.667 2.363 0.000 0.000 0.000 1.853 0.510 23.030

MicroTec3W75 20.667 3.198 0.000 0.000 0.000 2.779 0.419 23.865

MicroTec4M95 20.667 2.562 0.508 0.000 0.000 1.544 0.510 23.229

MicroTec4M95A 20.667 2.562 0.508 0.000 0.000 1.544 0.510 23.229

MicroTec5H85 20.667 1.826 0.000 0.000 0.000 1.544 0.282 22.493

Nit3 20.667 22.909 5.422 0.000 17.269 0.000 0.219 43.576

PS16 20.667 10.218 1.694 0.000 8.141 0.000 0.383 30.885

PS16M 20.667 10.481 1.948 0.000 8.141 0.000 0.392 31.148

PS55 20.667 57.001 1.864 19.057 35.771 0.000 0.310 77.668

PS55Ca2 20.667 57.001 1.864 19.057 35.771 0.000 0.310 77.668

PS55M 20.667 57.589 1.948 19.057 36.264 0.000 0.319 78.256

PS55M2 20.667 57.001 1.864 19.057 35.771 0.000 0.310 77.668

S30CDY7A 20.667 0.328 0.000 0.000 0.000 0.000 0.328 20.995

S38CX 20.667 8.441 0.000 0.000 8.141 0.000 0.301 29.108

S38MS1V 20.667 3.094 0.508 0.000 0.000 2.085 0.501 23.761

S38MS1VA 20.667 3.553 0.576 0.000 0.000 2.471 0.506 24.220

S38MS1V-L 20.667 3.094 0.508 0.000 0.000 2.085 0.501 23.761

S38MS1V-T 20.667 2.621 0.508 0.000 0.000 1.621 0.492 23.288

S40C-M 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

S40VCSS1 20.667 2.311 0.457 0.000 0.000 1.544 0.310 22.978

S45CVMn 20.667 2.894 0.508 0.000 0.000 1.930 0.455 23.561

S53CG 20.667 0.273 0.000 0.000 0.000 0.000 0.273 20.940

SCM420H 20.667 16.157 3.558 0.000 12.335 0.000 0.264 36.824

SCR15 20.667 3.822 3.558 0.000 0.000 0.000 0.264 24.489

SCR440H 20.667 3.822 3.558 0.000 0.000 0.000 0.264 24.489

SPG21CF 20.667 26.582 1.694 0.000 24.669 0.000 0.219 47.249

SV40CL1 20.667 2.376 0.508 0.000 0.000 1.621 0.246 23.043

SVh40C 20.667 1.200 0.000 0.000 0.000 0.926 0.273 21.867

SW85 20.667 2.363 0.000 0.000 0.000 1.853 0.510 23.030

TIM6V 20.667 2.245 0.000 0.000 0.000 1.699 0.546 22.912

VacTec400 20.667 21.455 2.796 3.394 14.802 0.000 0.464 42.122
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WHS100 20.667 19.505 2.626 5.743 9.868 0.849 0.419 40.172

WHS130 20.667 33.836 2.711 18.535 12.335 0.000 0.255 54.503

WHS130Ca4 20.667 33.836 2.711 18.535 12.335 0.000 0.255 54.503

ZF7B 20.667 4.540 4.066 0.000 0.000 0.000 0.474 25.207


