
Published May 11, 2023
Surcharge List - June 2023 Data

($/CWT)
Effective June 1, 2023 through June 30 , 2023

Grade Scrap Alloy Cr Ni Mo V Mn Total
1010 20.333 0.158 0.000 0.000 0.000 0.000 0.158 20.491

1015 20.333 0.158 0.000 0.000 0.000 0.000 0.158 20.491

1018 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1020 20.333 0.158 0.000 0.000 0.000 0.000 0.158 20.491

1022 20.333 0.298 0.000 0.000 0.000 0.000 0.298 20.631

1025 20.333 0.158 0.000 0.000 0.000 0.000 0.158 20.491

1026 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1028 20.333 0.326 0.000 0.000 0.000 0.000 0.326 20.659

1029 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1030 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1035 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1038 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1040 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1042 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1043 20.333 0.298 0.000 0.000 0.000 0.000 0.298 20.631

1045 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1050 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1053 20.333 0.298 0.000 0.000 0.000 0.000 0.298 20.631

1055 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1060 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1080 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1090 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1117 20.333 0.403 0.000 0.000 0.000 0.000 0.403 20.736

1137 20.333 0.525 0.000 0.000 0.000 0.000 0.525 20.858

1141 20.333 0.525 0.000 0.000 0.000 0.000 0.525 20.858

1144 20.333 0.525 0.000 0.000 0.000 0.000 0.525 20.858

1340 20.333 0.613 0.000 0.000 0.000 0.000 0.613 20.946

1516 20.333 0.499 0.000 0.000 0.000 0.000 0.499 20.832

1522 20.333 0.438 0.000 0.000 0.000 0.000 0.438 20.771

1552 20.333 0.473 0.000 0.000 0.000 0.000 0.473 20.806

1566 20.333 0.350 0.000 0.000 0.000 0.000 0.350 20.683

3310 20.333 36.808 5.549 31.076 0.000 0.000 0.184 57.141

3311 20.333 36.324 5.108 31.076 0.000 0.000 0.140 56.657

4023 20.333 7.412 0.000 0.000 7.132 0.000 0.280 27.745

4027 20.333 7.412 0.000 0.000 7.132 0.000 0.280 27.745

4118 20.333 5.322 1.761 0.000 3.281 0.000 0.280 25.655

4120 20.333 6.836 1.761 0.000 4.707 0.000 0.368 27.169

4121 20.333 9.376 1.938 0.000 7.132 0.000 0.306 29.709

4130 20.333 9.228 3.347 0.000 5.706 0.000 0.175 29.561

4135 20.333 9.333 3.347 0.000 5.706 0.000 0.280 29.666

4140 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4142 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4145 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4150 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4319 20.333 24.864 1.761 15.760 7.132 0.000 0.210 45.197

Energy Surcharge:
Bar- $0.00        Tube - $.0.00

*Not included in Total below

Scrap Surcharge:
$20.333/ CWT
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4320 20.333 25.290 1.761 16.204 7.132 0.000 0.193 45.623

4340 20.333 26.408 2.818 16.204 7.132 0.000 0.254 46.741

4350 20.333 26.241 2.642 16.204 7.132 0.000 0.263 46.574

4619 20.333 24.586 1.057 16.204 7.132 0.000 0.193 44.919

4715 20.333 24.743 1.938 7.547 14.978 0.000 0.280 45.076

4820 20.333 38.418 0.000 31.076 7.132 0.000 0.210 58.751

5046 20.333 1.275 0.969 0.000 0.000 0.000 0.306 21.608

5060 20.333 2.068 1.761 0.000 0.000 0.000 0.306 22.401

5120 20.333 3.098 2.818 0.000 0.000 0.000 0.280 23.431

5130 20.333 3.627 3.347 0.000 0.000 0.000 0.280 23.960

5135 20.333 3.504 3.259 0.000 0.000 0.000 0.245 23.837

5150 20.333 3.098 2.818 0.000 0.000 0.000 0.280 23.431

5160 20.333 3.125 2.818 0.000 0.000 0.000 0.306 23.458

5165 20.333 3.125 2.818 0.000 0.000 0.000 0.306 23.458

5219 20.333 2.745 2.290 0.000 0.000 0.000 0.455 23.078

6150 20.333 5.970 3.347 0.000 0.000 2.344 0.280 26.303

8019 20.333 5.301 2.026 0.000 2.996 0.000 0.280 25.634

8119 20.333 9.093 2.114 2.886 3.709 0.000 0.385 29.426

8219 20.333 9.422 2.114 2.886 3.994 0.000 0.429 29.755

8319 20.333 10.563 2.114 2.886 5.135 0.000 0.429 30.896

8617 20.333 12.631 1.761 4.883 5.706 0.000 0.280 32.964

8620 20.333 12.631 1.761 4.883 5.706 0.000 0.280 32.964

8625 20.333 12.631 1.761 4.883 5.706 0.000 0.280 32.964

8630 20.333 12.631 1.761 4.883 5.706 0.000 0.280 32.964

8640 20.333 12.657 1.761 4.883 5.706 0.000 0.306 32.990

8740 20.333 14.083 1.761 4.883 7.132 0.000 0.306 34.416

8822 20.333 16.936 1.761 4.883 9.985 0.000 0.306 37.269

9260 20.333 0.306 0.000 0.000 0.000 0.000 0.306 20.639

9310 20.333 36.557 4.227 28.856 3.281 0.000 0.193 56.890

9840 20.333 19.109 2.818 8.879 7.132 0.000 0.280 39.442

52100 20.333 5.319 5.196 0.000 0.000 0.000 0.123 25.652

1010M+Ti 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1020V3 20.333 0.836 0.000 0.000 0.000 0.469 0.368 21.169

1022M 20.333 0.341 0.000 0.000 0.000 0.000 0.341 20.674

1026HS 20.333 1.278 0.000 0.000 0.000 1.016 0.263 21.611

1045H 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

1050M1 20.333 0.376 0.000 0.000 0.000 0.000 0.376 20.709

1050M2 20.333 0.333 0.000 0.000 0.000 0.000 0.333 20.666

1050MV 20.333 0.575 0.000 0.000 0.000 0.312 0.263 20.908

1060M 20.333 0.245 0.000 0.000 0.000 0.000 0.245 20.578

1070M 20.333 0.333 0.000 0.000 0.000 0.000 0.333 20.666

1080M 20.333 0.261 0.000 0.000 0.000 0.000 0.261 20.594

10B36 20.333 0.438 0.000 0.000 0.000 0.000 0.438 20.771

10B41 20.333 0.333 0.000 0.000 0.000 0.000 0.333 20.666
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10V40M 20.333 1.374 0.000 0.000 0.000 1.016 0.359 21.707

10V45 20.333 1.981 0.000 0.000 0.000 1.719 0.263 22.314

1141V 20.333 1.853 0.000 0.000 0.000 1.328 0.525 22.186

1516CbV1 20.333 1.636 0.000 0.000 0.000 1.172 0.464 21.969

1517VCbCa2 20.333 0.763 0.000 0.000 0.000 0.391 0.373 21.096

1518CbV 20.333 1.647 0.440 0.000 0.000 0.781 0.425 21.980

1518VCa2 20.333 0.897 0.000 0.000 0.000 0.469 0.429 21.230

1519V 20.333 0.612 0.000 0.000 0.000 0.234 0.378 20.945

1519VCbCa2 20.333 1.466 0.000 0.000 0.000 1.094 0.373 21.799

1520VNb 20.333 1.300 0.000 0.000 0.000 0.859 0.441 21.633

1538M 20.333 0.420 0.000 0.000 0.000 0.000 0.420 20.753

1552M1 20.333 0.525 0.000 0.000 0.000 0.000 0.525 20.858

15B23MoV 20.333 3.922 0.528 0.000 2.140 0.781 0.473 24.255

15B29 20.333 0.446 0.000 0.000 0.000 0.000 0.446 20.779

15B37H 20.333 0.438 0.000 0.000 0.000 0.000 0.438 20.771

15B41H 20.333 0.525 0.000 0.000 0.000 0.000 0.525 20.858

15CrMo5 20.333 11.516 4.051 0.000 7.132 0.000 0.333 31.849

15CrMoV6 20.333 34.759 4.844 0.000 25.676 3.906 0.333 55.092

15V10M 20.333 3.845 0.000 0.000 2.140 1.172 0.534 24.178

15V20 20.333 3.172 0.000 0.000 0.000 2.734 0.438 23.505

17-22-AS 20.333 22.767 4.404 0.000 14.265 3.906 0.193 43.100

17-22-AV 20.333 32.212 4.404 0.000 14.265 13.281 0.263 52.545

17CrNiMo6 20.333 28.379 5.813 13.762 8.559 0.000 0.245 48.712

18CrNiMo7-6 20.333 28.379 5.813 13.762 8.559 0.000 0.245 48.712

2.25Cr1Mo 20.333 36.613 7.926 0.000 28.529 0.000 0.158 56.946

20MnCr5 20.333 4.489 4.051 0.000 0.000 0.000 0.438 24.822

20MoCr4M 20.333 14.783 1.673 0.000 12.838 0.000 0.271 35.116

23MnNiMoCr5-4 20.333 26.769 1.761 8.879 15.691 0.000 0.438 47.102

25MoCr4 20.333 15.329 2.906 0.000 12.125 0.000 0.298 35.662

31CrMoV9 20.333 17.049 8.807 0.000 5.706 2.344 0.193 37.382

34CrNiMo6V 20.333 27.500 5.813 14.650 6.419 0.391 0.228 47.833

36CrNiMo4 20.333 19.668 3.699 9.323 6.419 0.000 0.228 40.001

38MnS6BY 20.333 1.036 0.528 0.000 0.000 0.000 0.508 21.369

38MnS6ICI 20.333 1.027 0.528 0.000 0.000 0.000 0.499 21.360

38MnS6MOD 20.333 1.018 0.528 0.000 0.000 0.000 0.490 21.351

38MnS6VBYMod 20.333 1.476 0.352 0.000 0.000 0.625 0.499 21.809

38MNVMod 20.333 2.035 0.000 0.000 0.000 1.562 0.473 22.368

38MnVS6MOD 20.333 4.100 0.000 0.000 0.000 3.750 0.350 24.433

40CrNiMoA 20.333 22.817 2.818 13.762 5.991 0.000 0.245 43.150

4118H 20.333 5.322 1.761 0.000 3.281 0.000 0.280 25.655

4121M 20.333 10.723 2.554 0.000 7.846 0.000 0.324 31.056

4121M1 20.333 12.854 3.259 0.000 9.272 0.000 0.324 33.187

4121M2 20.333 12.854 3.259 0.000 9.272 0.000 0.324 33.187

4121M2.5 20.333 10.583 3.171 0.000 7.132 0.000 0.280 30.916
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4128VMTi 20.333 18.021 6.341 0.000 9.985 1.484 0.210 38.354

4130H 20.333 9.316 3.435 0.000 5.706 0.000 0.175 29.649

4130HW 20.333 12.302 3.699 1.554 6.419 0.437 0.193 32.635

4130M7Ca4 20.333 24.989 4.756 0.000 19.971 0.000 0.263 45.322

4130MNi4V 20.333 15.010 4.051 3.995 6.419 0.281 0.263 35.343

4130MODSS 20.333 25.019 3.523 0.000 20.684 0.672 0.140 45.352

4130MVCbTi 20.333 14.554 3.787 0.000 9.272 1.250 0.245 34.887

4130Ni 20.333 11.252 3.611 1.332 6.134 0.000 0.175 31.585

4130NiNb 20.333 12.321 3.699 1.776 6.419 0.234 0.193 32.654

4130NiV 20.333 12.368 3.699 1.776 6.419 0.281 0.193 32.701

4130NiVCa4 20.333 11.801 3.875 1.776 5.706 0.234 0.210 32.134

4130V 20.333 10.297 3.787 0.000 5.706 0.594 0.210 30.630

4130V2 20.333 12.437 3.787 0.000 5.706 2.734 0.210 32.770

4135H 20.333 9.421 3.435 0.000 5.706 0.000 0.280 29.754

4137MCbCa4 20.333 12.724 3.699 0.000 8.701 0.000 0.324 33.057

4137MVCa4 20.333 13.920 3.699 0.000 9.272 0.625 0.324 34.253

4140Ca1 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4140Ca2 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4140Ca4 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4140H 20.333 9.447 3.435 0.000 5.706 0.000 0.306 29.780

4140HW 20.333 12.395 3.699 1.554 6.419 0.391 0.333 32.728

4140MV 20.333 15.699 3.523 0.000 10.699 1.172 0.306 36.032

4140Nb 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4140Se 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4140V 20.333 9.984 3.347 0.000 5.706 0.625 0.306 30.317

4140VNb 20.333 11.303 3.347 1.554 5.706 0.391 0.306 31.636

4140VNb 20.333 11.303 3.347 1.554 5.706 0.391 0.306 31.636

4142H 20.333 9.447 3.435 0.000 5.706 0.000 0.306 29.780

4143V 20.333 10.699 3.523 0.000 6.419 0.469 0.289 31.032

4145H 20.333 9.447 3.435 0.000 5.706 0.000 0.306 29.780

4145HS 20.333 13.118 3.611 0.000 8.559 0.625 0.324 33.451

4145HSX 20.333 16.071 3.875 0.000 11.412 0.391 0.394 36.404

4145M 20.333 11.067 3.611 0.000 7.132 0.000 0.324 31.400

4145M3CbTiCa4 20.333 13.233 3.611 0.000 9.272 0.000 0.350 33.566

4145M3VCb 20.333 13.160 3.787 0.000 8.559 0.437 0.376 33.493

4145M4 20.333 15.249 3.435 0.000 11.412 0.000 0.403 35.582

4145M4CA4 20.333 15.249 3.435 0.000 11.412 0.000 0.403 35.582

4145MCa2 20.333 11.067 3.611 0.000 7.132 0.000 0.324 31.400

4145MCa4 20.333 12.467 3.611 0.000 8.559 0.000 0.298 32.800

4150Ca1 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4150H 20.333 9.447 3.435 0.000 5.706 0.000 0.306 29.780

4150HTe 20.333 9.447 3.435 0.000 5.706 0.000 0.306 29.780

4150MR 20.333 8.557 2.466 0.000 5.706 0.000 0.385 28.890

4150R 20.333 9.359 3.347 0.000 5.706 0.000 0.306 29.692

4161H 20.333 11.683 2.818 0.000 8.559 0.000 0.306 32.016
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41B17M 20.333 6.523 1.850 0.000 4.279 0.000 0.394 26.856

41B27 20.333 9.361 3.347 0.000 5.849 0.000 0.166 29.694

41B28M4NBCA4 20.333 16.974 3.523 0.000 12.838 0.437 0.175 37.307

41B30M1 20.333 6.959 1.850 0.000 4.707 0.000 0.403 27.292

41B45M 20.333 6.586 1.761 0.000 4.422 0.000 0.403 26.919

42CrMo4 20.333 10.381 3.699 0.000 6.419 0.000 0.263 30.714

42CrMo4+Ni+V 20.333 16.306 3.875 3.552 7.132 1.484 0.263 36.639

4320H 20.333 24.846 1.761 15.760 7.132 0.000 0.193 45.179

4320M9 20.333 46.687 1.761 16.204 28.529 0.000 0.193 67.020

4320MCr 20.333 25.973 2.818 15.760 7.132 0.000 0.263 46.306

4330NiMo5VCa4 20.333 39.955 3.347 20.865 14.265 1.172 0.306 60.288

4330VCb 20.333 35.210 3.259 17.092 13.551 0.984 0.324 55.543

4332CR12 20.333 25.601 4.227 13.318 7.846 0.000 0.210 45.934

4332MVCa2 20.333 42.171 3.875 23.973 12.125 1.953 0.245 62.504

4340Ca2 20.333 26.417 2.818 16.204 7.132 0.000 0.263 46.750

4340Ca4 20.333 26.417 2.818 16.204 7.132 0.000 0.263 46.750

4340CAR 20.333 26.417 2.818 16.204 7.132 0.000 0.263 46.750

4340H 20.333 25.973 2.818 15.760 7.132 0.000 0.263 46.306

4340V 20.333 27.120 2.818 16.204 7.132 0.703 0.263 47.453

4350M1 20.333 23.609 2.818 11.986 8.559 0.000 0.245 43.942

43B17 20.333 25.299 1.761 16.204 7.132 0.000 0.201 45.632

44MnSiVS6 20.333 3.810 0.881 0.000 0.000 2.422 0.508 24.143

4715Ca2 20.333 24.743 1.938 7.547 14.978 0.000 0.280 45.076

4715Ca4 20.333 24.831 1.938 7.636 14.978 0.000 0.280 45.164

4715VCa2 20.333 25.368 1.938 7.547 14.978 0.625 0.280 45.701

4815Ca4 20.333 38.383 0.000 31.076 7.132 0.000 0.175 58.716

4815MCA2 20.333 41.359 0.000 31.076 9.985 0.000 0.298 61.692

4815MCa2 20.333 41.359 0.000 31.076 9.985 0.000 0.298 61.692

4817H 20.333 38.383 0.000 31.076 7.132 0.000 0.175 58.716

4820H 20.333 38.418 0.000 31.076 7.132 0.000 0.210 58.751

5016NiV 20.333 4.697 0.705 2.486 0.000 1.156 0.350 25.030

5046H 20.333 1.293 0.986 0.000 0.000 0.000 0.306 21.626

5046M 20.333 2.308 0.969 0.000 0.000 1.016 0.324 22.641

5059Ni 20.333 4.220 0.881 1.776 1.284 0.000 0.280 24.553

50B25 20.333 1.442 1.057 0.000 0.000 0.000 0.385 21.775

50B32M 20.333 3.613 1.321 0.000 1.854 0.000 0.438 23.946

5120H 20.333 3.098 2.818 0.000 0.000 0.000 0.280 23.431

5120M 20.333 4.084 3.699 0.000 0.000 0.000 0.385 24.417

5130H 20.333 3.715 3.435 0.000 0.000 0.000 0.280 24.048

5132RM 20.333 5.238 3.699 0.000 0.000 1.172 0.368 25.571

5160H 20.333 3.125 2.818 0.000 0.000 0.000 0.306 23.458

5160Te 20.333 3.521 3.171 0.000 0.000 0.000 0.350 23.854

8617H 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955

8620Ca1 20.333 12.631 1.761 4.883 5.706 0.000 0.280 32.964

8620H 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955
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8620M7 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955

8620Te 20.333 14.052 2.008 5.327 6.419 0.000 0.298 34.385

8622H 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955

8627H 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955

8630H 20.333 12.622 1.761 4.883 5.706 0.000 0.271 32.955

8630MCa2 20.333 19.743 2.818 6.659 9.985 0.000 0.280 40.076

8630MCa4 20.333 19.743 2.818 6.659 9.985 0.000 0.280 40.076

8630MVCA2 20.333 23.724 3.347 7.547 12.125 0.391 0.315 44.057

8630MVCAR 20.333 23.724 3.347 7.547 12.125 0.391 0.315 44.057

8640H 20.333 12.657 1.761 4.883 5.706 0.000 0.306 32.990

86B20H 20.333 13.335 1.761 4.883 6.419 0.000 0.271 33.668

8719M 20.333 14.249 1.761 5.771 6.419 0.000 0.298 34.582

8720Ca4 20.333 14.057 1.761 4.883 7.132 0.000 0.280 34.390

8720M2 20.333 13.046 1.938 5.105 5.706 0.000 0.298 33.379

8740H 20.333 14.083 1.761 4.883 7.132 0.000 0.306 34.416

8822H 20.333 16.936 1.761 4.883 9.985 0.000 0.306 37.269

8829M7CbTiCa4 20.333 34.486 2.818 7.103 24.250 0.000 0.315 54.819

9310H 20.333 36.645 4.316 28.856 3.281 0.000 0.193 56.978

9313MCa4 20.333 37.633 5.108 28.856 3.424 0.000 0.245 57.966

9323M 20.333 47.216 4.404 33.296 9.272 0.000 0.245 67.549

9325M1 20.333 46.221 3.523 31.076 11.412 0.000 0.210 66.554

9Cr1Mo 20.333 60.393 31.706 0.000 28.529 0.000 0.158 80.726

A485-1 20.333 4.075 3.699 0.000 0.000 0.000 0.376 24.408

A485-2 20.333 6.179 5.637 0.000 0.000 0.000 0.543 26.512

A485-3 20.333 11.983 4.580 0.000 7.132 0.000 0.271 32.316

A485-B6 20.333 14.432 6.341 0.000 7.846 0.000 0.245 34.765

A485-B7 20.333 19.424 6.341 0.000 12.838 0.000 0.245 39.757

AF9628 20.333 47.551 9.336 9.323 27.103 1.562 0.228 67.884

C38+N2 20.333 1.027 0.528 0.000 0.000 0.000 0.499 21.360

C38Mod 20.333 2.572 0.528 0.000 0.000 1.562 0.481 22.905

CrMo 20.333 20.145 4.404 0.000 15.549 0.000 0.193 40.478

CrMoV4 20.333 26.917 3.875 0.000 18.829 3.906 0.306 47.250

CrMoV6 20.333 17.624 3.435 0.000 9.985 3.906 0.298 37.957

CTC4162-130 20.333 11.355 3.611 1.776 5.706 0.000 0.263 31.688

CTC4162-140 20.333 11.355 3.611 1.776 5.706 0.000 0.263 31.688

D6A 20.333 39.171 3.699 4.883 28.529 1.797 0.263 59.504

EN27 20.333 36.712 4.492 24.861 7.132 0.000 0.228 57.045

EN30B 20.333 49.541 4.404 36.403 8.559 0.000 0.175 69.874

EN30BMod 20.333 54.941 4.844 36.625 12.125 1.172 0.175 75.274

En355 20.333 29.116 5.460 17.758 5.706 0.000 0.193 49.449

EN40B 20.333 25.898 11.449 0.000 14.265 0.000 0.184 46.231

EX25 20.333 9.376 1.938 0.000 7.132 0.000 0.306 29.709

EX4 20.333 4.384 1.938 0.000 2.140 0.000 0.306 24.717

HF1 20.333 0.613 0.000 0.000 0.000 0.000 0.613 20.946

HS220-18 20.333 29.145 1.057 16.204 11.412 0.000 0.473 49.478
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Grade Scrap Alloy Cr Ni Mo V Mn Total

Energy Surcharge:
Bar- $0.00        Tube - $.0.00

*Not included in Total below

Scrap Surcharge:
$20.333/ CWT

HS220-18S 20.333 29.145 1.057 16.204 11.412 0.000 0.473 49.478

HS220-27 20.333 32.889 3.083 16.204 12.125 1.172 0.306 53.222

HS220-27Ca2 20.333 32.889 3.083 16.204 12.125 1.172 0.306 53.222

HS220-27CA4 20.333 32.889 3.083 16.204 12.125 1.172 0.306 53.222

HS220-27Ca4 20.333 32.889 3.083 16.204 12.125 1.172 0.306 53.222

HS220-27CAR 20.333 32.889 3.083 16.204 12.125 1.172 0.306 53.222

HY-80 20.333 44.001 5.549 25.527 12.838 0.000 0.088 64.334

IMPACT7 20.333 24.989 4.756 0.000 19.971 0.000 0.263 45.322

MicroTec2W65 20.333 1.705 0.000 0.000 0.000 1.250 0.455 22.038

MicroTec2W70 20.333 1.931 0.000 0.000 0.000 1.406 0.525 22.264

MicroTec2W75 20.333 2.869 0.000 0.000 0.000 2.344 0.525 23.202

MicroTec3M80C 20.333 2.268 0.528 0.000 0.000 1.250 0.490 22.601

MicroTec3M80H 20.333 2.539 0.000 0.000 0.000 2.031 0.508 22.872

MicroTec3M80T 20.333 2.539 0.000 0.000 0.000 2.031 0.508 22.872

MicroTec3M85 20.333 2.365 0.000 0.000 0.000 1.875 0.490 22.698

MicroTec3W75 20.333 3.215 0.000 0.000 0.000 2.812 0.403 23.548

MicroTec4M95 20.333 2.581 0.528 0.000 0.000 1.562 0.490 22.914

MicroTec4M95A 20.333 2.581 0.528 0.000 0.000 1.562 0.490 22.914

MicroTec5H85 20.333 1.834 0.000 0.000 0.000 1.562 0.271 22.167

Nit3 20.333 15.832 5.637 0.000 9.985 0.000 0.210 36.165

PS16 20.333 6.836 1.761 0.000 4.707 0.000 0.368 27.169

PS16M 20.333 7.109 2.026 0.000 4.707 0.000 0.376 27.442

PS55 20.333 39.123 1.938 16.204 20.684 0.000 0.298 59.456

PS55Ca2 20.333 39.123 1.938 16.204 20.684 0.000 0.298 59.456

PS55M 20.333 39.505 2.026 16.204 20.969 0.000 0.306 59.838

PS55M2 20.333 39.123 1.938 16.204 20.684 0.000 0.298 59.456

S30CDY7A 20.333 0.315 0.000 0.000 0.000 0.000 0.315 20.648

S38CX 20.333 4.996 0.000 0.000 4.707 0.000 0.289 25.329

S38MS1V 20.333 3.119 0.528 0.000 0.000 2.109 0.481 23.452

S38MS1VA 20.333 3.585 0.599 0.000 0.000 2.500 0.487 23.918

S38MS1V-L 20.333 3.119 0.528 0.000 0.000 2.109 0.481 23.452

S38MS1V-T 20.333 2.642 0.528 0.000 0.000 1.641 0.473 22.975

S40C-M 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

S40VCSS1 20.333 2.336 0.476 0.000 0.000 1.562 0.298 22.669

S45CVMn 20.333 2.919 0.528 0.000 0.000 1.953 0.438 23.252

S53CG 20.333 0.263 0.000 0.000 0.000 0.000 0.263 20.596

SCM420H 20.333 11.085 3.699 0.000 7.132 0.000 0.254 31.418

SCR15 20.333 3.953 3.699 0.000 0.000 0.000 0.254 24.286

SCR440H 20.333 3.953 3.699 0.000 0.000 0.000 0.254 24.286

SPG21CF 20.333 16.236 1.761 0.000 14.265 0.000 0.210 36.569

SV40CL1 20.333 2.405 0.528 0.000 0.000 1.641 0.236 22.738

SVh40C 20.333 1.200 0.000 0.000 0.000 0.937 0.263 21.533

SW85 20.333 2.365 0.000 0.000 0.000 1.875 0.490 22.698

TIM6V 20.333 2.244 0.000 0.000 0.000 1.719 0.525 22.577

VacTec400 20.333 14.797 2.906 2.886 8.559 0.000 0.446 35.130
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WHS100 20.333 14.581 2.730 4.883 5.706 0.859 0.403 34.914

WHS130 20.333 25.956 2.818 15.760 7.132 0.000 0.245 46.289

WHS130Ca4 20.333 25.956 2.818 15.760 7.132 0.000 0.245 46.289

ZF7B 20.333 4.682 4.227 0.000 0.000 0.000 0.455 25.015


